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Test Report Bl &

Number : TWNC01004159
iﬁf,” H
Applicant: Chilisin Electronics Corp. Issue Date : Jul 29, 2021
Ty P I E L A
IElo 270 Nanfeng Road,Pingzhen District,
Taoyuan City Taiwan (R.0.C.)
ﬁl"[ﬁ:‘lj = %Eﬁﬁjjy % 270 B
Sample Description iﬁifﬁ[![ﬁﬁai
One (1) Group of Submitted Samples Said To Be :
A T =
Sample Description : Alloy Molding Power Inductor
it
Style / Item No. : BDHL/BDEL/BDUL/BDDL Series
% AhEIE
Date Sample Received : Jul 22, 2021
Yo | 130
Date Test Started : Jul 22, 2021
B RS E 12
Test Conducted J[[Z4Eh = :
As requested by the applicant, for details please refer to attached pages.
(g oot AL AT == B
Conclusion iﬂéﬁﬁ:
Please see page two.
bl
Authorized By: Signed by:

On behalf of Intertek Testing Services
Taiwan Limitged

7 LLJVM}C/"O b

7
Matt Wang 4 Thomas Chou
Director Manager

(ARG page 1 of 12

Intertek Testing Services Taiwan Ltd. 8F., No. 423, Ruiguang Rd., Neihu District,  Tel: (+886-2) 6602-2888 - 2797-8885
+RABREBRHERLT Taipei, 114690, Taiwan, R.O.C. Fax: (+886-2) 6602-2420
114690 AtTAHER A 423 5% 8 12 www.intertek-twn.com

N



Intertek

Total Quality. Assured.

Test Report Bl &

Number : TWNC01004159
iﬁff‘; 5
Conclusion ,%ﬁ;%:
Tested Sample ?E[J?:‘éfr%ifﬁla Standard f&1¥& Result s f
Submitted Samples Restriction of Hazardous Substances (RoHS) Pass F”,?}ﬁ

SRR 7 PR
f P .
— As per applicant’s request with reference to
2011/65/EU and amendment (EU) 2015/863
ExzEd t’@l?}‘*%%[&'{'ﬁﬂfﬁ,—ﬁ 2011/65/EU %% EI%‘?}E ﬁ
(EVU) 2015/863

As per applicant’s request [#50% ol

— Beryllium (Be) Content See Test Conducted
S 2 i PLREE

— Antimony (Sb) Content See Test Conducted
Rt TRk

— Phthalates Content See Test Conducted
i 2P £ i LIRS

— Halogen Content See Test Conducted
sk £ &) gt LIRS

Authorized By: Signed by:
On behalf of Intertek Testing Services
Taiwan Limitgd C/Vgl,(/

7 o

U

Matt W/z;ng 4 Thomas Chou
Director Manager
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Test Conducted Jg[" [ :

Test Result Summary JHjZ5dE ]

Number

TWNC01004159

Test Item

TR

c
>
=

I <k

Test Method
HIEE

Result 5 f

Black electronic
component (mixed all

parts)

Heavy Metal £ £ &f

Cadmium (Cd) Content
ﬁif T

With reference to IEC 62321-

5: 2013, by microwave or acid

digestion and determined by

ICP-OES.

2 IEC 62321 5: 2013 I')t%

w« I&p&m BB H
[E raJl: 7J~< Bl E@’H FF[I?S«

ND

ead (Pb) Content
gﬁﬁ,zll
\J]:[ I: 1 ET

ppm

Wlth reference to IEC 62321-

5: 2013, by microwave or acid

digestion and determined by

ICP-OES.

aﬂi IEC 62321 5: 2013 I')t%
[‘/E‘&ﬁz [~ iiiﬁ | ’rfi‘t” “
I;E%& T‘ HEF PF[I?S«

ND

Mercury (Hg) Content

ppm

Wlth reference to IEC 62321-
4:2013+AMD1:2017, by
microwave or acid digestion
and determined by ICP-OES.
=¥ [EC 62321-

4: 2013+AMD1 2017 1 |
*/péﬁ mﬁ 7&* E %
J;E%F[ 7J< (S Sy FF[I?SUJ

ND

ppm

W|th reference to USEPA 3052,
by microwave digestion and
determined by ICP-OES.

524 USEPA 3052 » I'] 5 ifiy (=
Yij" Flj’j};fﬁﬂf [ F'—f F'FLQ'BE;'H

i1

ND

@JFA',;'I

ppm

With reference to USEPA 3052,
by microwave digestion and
determined by ICP-OES.

524 USEPA 3052 » I') 5 ifi (=
ﬁ“ F‘WTE%&{’F PR
A BRI -

ND

Chrom|um VI (Cr(VI)) Content
[E][J F TE E

ppm

With reference to IEC 62321-
7-2: 2017, organic solvent was
used to dissolve or swell
sample matrix, followed by
alkaline digestion and
determined by UV-Vis
Spectrophotometer.

w4 TIEC 62321-7-2: 2017 > I

: !ﬁ@ (“;F* i é ;: 1 (s Wa/

3l =9
7L FI E'7L Fﬁ’l'ﬂ{'n

ND
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Number TWNC01004159
] i
Test Conducted f|[ZE|" JFL, :
Result si# £\
HIEEEE! f b HIEE component (mixed all =
parts)
Polybrominated Biphenyls (PBBs) %% %%
Monobrominated Biphenyls '
(MonoBB) 114 % ppm ND >
Dibrominated Biphenyls
(DIBB) ~ J5.5 ™ ppm ND >
Tribrominated Biphenyls
DR\ — op st m _ ND 5
(TriBB) = ¥55% = PP | With reference to IEC 62321
Tetrabrominated Biphenyls m 6: 2015, by solvent extraction ND 5
(TetraBB) 35 PP and determined by GC-MS and
Pentabrominated Biphenyls further HPLC-DAD confirmation
(PentaBB) " 5% % PPM | when necessary. ND >
Hexabrominated Biphenyls 2% IEC 62321-6: 2015 » '} \D .
(HexaBB) + j5 % % ppm aw&2wii%%%ﬁ%ﬁﬁﬁﬁﬁﬁa}
Heptabrominated Biphenyls T’T ’ ‘“‘ﬁlﬁ?’tjﬁ[\!f&fﬁ‘”ﬁﬁ gt \D :
(HeptaBB) ~ Ji %% PPM 1 B = A R 1 i) s
Octabrominated Biphenyls - ND c
(OctaBB) " 5% % ppm
Nonabrominated Biphenyls
(NonaBB) -i5i % ppm ND 5
Decabrominated Biphenyl
(DecaBB) 1 145 ppm ND 5
Polybrominated Diphenyl Ethers (PBDEs) %5 %% Bk
Monobrominated Diphenyl Ethers ' ND 5
(MonoBDE) 1355 i ppm
Dibrominated Diphenyl Ethers
(DIBDE) ~ 1455 ik ppm ND >
Tribrominated Diphenyl Ethers ppm ND 5
(TriBDE) = V55 % ot With reference to IEC 62321-
Tetrabrominated Diphenyl Ethers m 6: 2015, by solvent extraction ND 5
(TetraBDE) [4y5 %2 i PP and determined by GC-MS and
Pentabrominated Diphenyl Ethers further HPLC-DAD confirmation ND .
(PentaBDE) = 55 i PPM | when necessary.
Hexabrominated Diphenyl Ethers =% IEC 62321-6: 2015 - )ik ND s
(HexaBDE) + 4 %% i PPM 1 43U B [ Sa AT e BT S8 (% 55
Heptabrominated Diphenyl Ethers R T e
PO g PPM | ok — i { Gl TR Bt e ND >
(HeptaBDE) = j5.5 % i B - AR R B = e
Octabrominated Diphenyl Ethers -
 OEITEE ppm ND 5
(OctaBDE) 7 y5 %% [
Nonabrominated Diphenyl Ethers
(NonaBDE) |-14 %™ fik ppm ND 5
Decabrominated Diphenyl Ether
(DecaBDE) - 5% i ppm ND 5
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Number TWNC01004159
ﬁ&f (PR
Test Conducted f|[ZE|" JFL, :
Result 5
HIEEEE! f b WIEEF component (mixed all =
parts)
Phthalates 3% = FI&IR
Di(2-ethylhexyl) Phthalate (DEHP)
%D PIRS (2- 44k O PpPmM ND 50
Dibutyl Phthalate
(DBP) 3% — [~ Ji ppm ND 50
Benzyl Butyl Phthalate m With reference to IEC 62321- ND 50
(BBP) i — Pk 5L [ PP 8:2017, by solvent extraction
Di-(Iso-Nonyl) Phthalate and determined by GC-MS. ND 0
(DINP) 3~ It~ B PPM | %% IEC 62321-8:2017 - ! iy >
Di-(Iso-Decyl) Phthalate A T wﬁ‘Fe*T’T@'FFF,Iﬂn \D o
(DIDP) 3%~ FIpk~ B R CLULI
Di-(N-Octyl) Phthalate
(DNOP) %6 ~ [1Ijt~ = [i5 ppm ND 50
Diisobutyl Phthalate (DIBP)
MR P B ppm ND 50
Halogen Content pi3k 3 £/
. - ' With reference to EN
Fluorine (F) 75 PPM 1 14582:2016 by combustion ND >0
. = bomb with oxygen and
Chlorine (CI) & PPM | jetermined by Ton ND 50
) . Chromatography.
Bromine (Br) ¥ PPM | % EN 14582:2016 » I') i ND >0
SLEE SNk B RS e )
Todine (T) ppm ﬁi FR IR TR ND 50
Remarks: ppm = Parts per million based on weight of tested sample = mg/kg
ﬁﬁjﬁz;t F[ﬂ” Y=o SRR RIRHRT = =/ T
ND = Not detected A"
RL = Reporting limit, quantitation limit of analyte in sample

BRI R B R

Responsibility of Chemist Ji#7 * £

Date Sample Received ﬁﬁ[ﬂ’iﬁf FIEH

Test Period ﬁpﬁ[},zﬁu:%ﬂ I

Melody Lee/ Vita Fu

Jul 22, 2021

Jul 22, 2021 to Jul 29, 2021
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Number TWNC01004159
Test Conducted f|[ZE|" JFL, :
RoHS Limit RoHS [
Restricted Substances [SUF [P4ET Limits [

Cadmium (Cd) content 3 &!

0.01% (100ppm)

Lead (Pb) content éf,ﬁﬁ% '

0.1% (1000ppm)

Mercury (Hg) content EJ‘< ﬁ El

0.1% (1000ppm)

Chromium VI (Cr(VI)) content + [?F?%ﬁ gg

0.1% (1000ppm)

Polybrominated Biphenyls (PBBs) %35 J#%

0.1% (1000ppm)

Polybrominated Diphenyl Ethers (PBDEs) %15{3?@% ik

0.1% (1000ppm)

Di(2-ethylhexyl) Phthalate (DEHP) % — [IIf~ (2- ¢ JLe 5L

0.1% (1000ppm)

Dibutyl Phthalate (DBP) %% ~ ['If&~ ~ [

0.1% (1000ppm)

Benzyl Butyl Phthalate (BBP) %~ = F'IfL% 31 [iy

0.1% (1000ppm)

Diisobutyl Phthalate (DIBP) 3% ~ ['I% - &1 fi

0.1% (1000ppm)

The limits were quoted from Annex II of 2011/65/EU and Amendment (EU) 2015/863 for homogeneous material.

# IERL (TR 5] 2011/65/EU 81 2174 £ (EU) 2015/863 1V [ff56e SHEHSTTRPTIT & -
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Test Conducted Jg[" [ :

Measurement Flowchart iﬂﬂ%iﬁ%ﬁ%ﬂ':

Test for Cd/Pb/Hg/Chromium (VI)/PBBs/PBDEs Content RoHS ~ ZFijH[[=t
Reference Method %% +1% : Cd/Pb: IEC 62321-5:2013; Hg: IEC 62321-4:2013+AMD1:2017;
Chromium (VI): IEC 62321-7-1:2015 (boiling water extraction);
Chromium (VI): IEC 62321-7-2:2017 (solvent and alkaline extraction);

PBBs/PBDEs: IEC

62321-6:2015

Number

gl

TWNC01004159

Sampling
E1 =3
v v
Cd/Pb/Hg Cr(VI)
ey 4 ',Ef% Polymers /
Metal [ Electronics
i £t e

For different material,
digest the sample with

I

7F<F|

P

v

appropriate acid™® (#4177

v

Confirm the tested
samples are totally
dissolved
AR 2 Vi

50cm? sample, boiling
water extraction
v SOJij,\J} %HE

YR

v

Weigh a sample

Insoluble/

unknown

polymers
and electronics

Soluble polymers

v

| A

(R

v

Cool and filter the
extract
‘(ﬁ ﬁlJi’i@i@ﬁi s

BEE AR

v

Add NMP, ultrasonic
extraction
I NMP > @F,IFP[ WA Y

Make up with
deionized water

“frEl

'

Add toluene and
digestion solution
IR

v

v

Analyzed by ICP-OES
fii¥] ICP-OES 53 #+

Make up with
deionized water and
add diphenyl-
carbazide solution
(SRR ]

Alkaline digestion

R

l

!

Heat sample in a
microwave oven
e

v

v

PBBs/PBDEs
LR | AR I

v

Weigh sample and add
organic solvent

KL R RS

v

By solvent extraction

IR

v

Concentrate the extract
and make up with
organic solvent
Vet L

v

Analyzed by GC-MS
{151 GC-MS it

Metal

Visual
observation™
F ™2

Reaction with DCP
= DCP @A i

Take aqueous phase
for DCP reaction
Tu-l<tErEE DCP 29|

JC/F]:.';

v

Make up with D.I. water
INES - Sy

\ 4

C

Analyzed by UV-VIS
ff =1 UV-VIS 55 7

D
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Number : TWNC01004159
W v
Test Conducted f|[ZE|" JFL, :
Remark |
*1: List of Appropriate Acid & #1815 kiR ™ % ¢
Material £/ 7 ' Acid Added for Digestion }7 I ke ki
Polymers % /17 HNO3 HCI,HF,H,0, HsBOs 7illf% ~ [ « S5k ~ “o5 - - #lik
Metals & HNO3 HCI,HF i - B - &%
Electronics " i% il HNOs; HCI,H,0, HBF4 ik ~ Pk ~ S5 ~ Gfifipk

*2: If sample solution is significantly more intense than 0.13 pg/cm? equivalent comparison standard, Chromium VI
would be determined as detected, the result of visual observation is positive.

Hi AR P 0.13 pg/em? 5 R E IR 2 (F1SAR N E T -
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Test Conducted f|[ZE|" JFL, :

Measurement Flowchart iﬂﬂ%iﬁ%ﬁ%':

Test for Heavy Metal (Sb,Be) Contents Ei & (), &)

Reference Method 22% ;3% : USEPA 3052

Number

Sampling
ElY =4

v

For different material, digest the sample with

appropriate acid

EXE RN EHE i

v

Confirm the tested samples are totally

dissolved

TRk = i

v

Make up with deionized water

EY T

v

C

Analyzed by ICP-OES
ff0 =] ICP-OES 55 #++

D

TWNC01004159
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Number : TWNC01004159
ﬁ&f (PR
Test Conducted f|[ZE|" JFL, :
Measurement Flowchart iﬂﬂ%iﬁi@ﬁ%':
Test for Phthalates Content % = ' T[]z
Reference Method %% #% : IEC 62321-8:2017
Sampling
EI 4
Weigh sample and add organic solvent
H:g[ p ?J&‘—ﬂ?ﬂ?’]
By solvent extraction
I
Analyzed by GC-MS
=] GC-MS 55 #r
AR AR Page 10 of 12
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Test Conducted Jg[" [ :

Measurement Flowchart iﬂﬂ%iﬁ%ﬁ%':

Test for Halogen Content ik JH[7¢
Reference Method % 43 : EN 14582:2016

Number : TWNCO01004159

Sampling
ElZ -4

v

Add absorbent in a combustion bomb & place
weighed sample into sample cup

SR R R R

v

Fill oxygen into the combustion bomb
}iij’%;?n% i

v

temperature

Ignite then leave the bomb at room

Rk - BRANGER = A = ik

v

Transfer the absorbent into a volumetric flask
S R

v

INER = S

Make up with deionized water

v

Analyzed by Ion Chromatography

B T
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Number : TWNCO01004159

Sample photo ?[%f,[}[ﬁﬁkﬁ :

End of Report

Except where explicitly agreed in writing, all work and services performed by Intertek is subject to our standard Terms and Condiitions which can be obtained at our website: http://www.intertek-
twn.com/terms/ . Intertek’s responsibility and liability are limited to the terms and conditions of the agreement.

This report is made solely on the basis of your instructions and / or information and materials supplied by you and provide no warranty on the tested sample(s) be truly representative of the sample source.
The report is not intended to be a recommendation for any particular course of action, you are responsible for acting as you see fit on the basis of the report results. Intertek is under no obligation to refer to
or report upon any facts or circumstances which are outside the specific instructions received and accepts no responsibility to any parties whatsoever, following the issue of the report, for any matters arising
outside the agreed scope of the works. This report does not discharge or release you from your legal obligations and duties to any other person. You are the only one authorized to permit copying or
distribution of this report (and then only in its entirety). Any such third parties to whom this report may be circulated rely on the content of the report solely at their own risk.

Reporting Statements of Conformity: Please note that the test results contain statement of conformity with the decision rules which are based on the specifications of customers, regulations and
standards, and does not consider measurement uncertainty.
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